reported by the rod / bar supp

ar digtributed excapt in full without the written parmiss?
rasults cerlified herein relae anly to the ems tesled.

Tier and is not in JWT A2LA accrediation. This izst repart cannot be reproduced

(C) AXIS Computer Systams - ale302 (v1.1
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~ MAR. 15, :
15,2010 1:23PM STEPHENS PIPE NO, 1846 P 1/)
Johnstown 124 Laurel Ave, TEST REPORT
. Johnstown, PA 15906 WORK ORDER LOT NUMBER
‘ Wire vsa5600 305302 Y-50018C
# : Phone: §14-532°5 SALES ORDER/ ALS
Technologies  rax 8145325684 151113 /1
SOLD TO
Stephens Pipe & Steel Inc.
P.0.Box 618
Russell Springs Ky 42642
Attn: QA Dept.

FEUSTGMEHPLL CUSTOMER PAART GUANTITY  COILE LADING NO SHIPMENT GATE
01-009216 42,862 LBS 16 00096634 03/11/2010
SPECIFICATION Stepp&sK-6002 ‘

ASTM A817 BS 1290 LB Min Chain Link Fence Quality Bethalume .40 Oz Min Size: 9Ga +.000 -.005
CERTIFICATION REQUIREMENTS
Chemical
c M, 2 8 Bi
i .43 .006 020 .12
Mechanical
TEST URITS HIGH LOW AVERAGE
Brk Load LBS 1610 1331 1407
Tensile Str Lbs/SqIn 100000 82000 87000
Coating weight Oz/sq ft A4 40 42
End of Carlification

| cerllfy that the results are alrue and correct copy af the records prepaved and maintained by JOHNSTOWN ‘& j ﬁm

WIRE TEGHNOLOGIES in compllanee with the requirements of the ¢lted specification. Chermlstry is as -

D. L. Deetscreek
an of JOHNSTOWN WIRE TECHNOLOGLES. The test Directur of uuality bssurance

Dale Frimac 03/11/2010
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@! American Association for Laboratory Accreditation

SCOPE OF ACCREDITATION TQ ISO/IEC 17025:2005

JOHNSTOWN WIRE TECHNOLOGIES, INC,
124 Laurel Avenue
Johnstown, PA 15906
Donald Deetscreek  Phone: 814 532 5680

wlp — —_—— M‘EE-HRN'lCAL- - . - . J e R L
Valid To: March 31,2010 Certificate Number: 0471.01

In recognition of the successful completion of the A2LA evaluation process, accreditation is granted to
this laboratory to perform the following tests on metals and metal alloys:

Test Test Method(s)
Tension (room temperature) ASTM A370, ES
Torsion ASTM A9338
Adherence of Coating (Aluminum) ASTM AB09
Adherence of Coating (Zinc) ASTM Ao64]
Weight of Zine Coating ASTM A90
Weight of Aluminum Coating ASTM A428
Hardness - Rockwell (B) ASTMEIR
e MetathogTapty—— - . R
Depth of Decarburization (microscopic) ASTM E1077; IFT 140
Macro/Microetching ASTM E340, E381, E407
Microstructure
Grain Size (comparison) ASTM El112
Inclusion Content ASTM E45; SAE J422A
Spheroidization IF1 140; *IWT - BRW Photos
Preparation ASTM E3

*JWT - Johnstown Wite Technologies internal method

(AZLA Cert. No. 0471.01) 03/11/2008 /0“! A 2 7 page 1 of 1

5301 Buckeystown Pike, Suite 350 « Frederick, MD 21704-8373 » Phone: 301~644-3248 + Fax: 301-662-2974 @



MAR. 15, 2010 1: 24PN STEPHENS PIPE NO. 1845 P 1/]

Jgh nstmwn 124 Laurel Aye, TEST HEPORT
) Johnstown, PA 15906 WORK ORDER LOT NUMBER
Wire o 145325581 305302 Y-50018C
. Ong: 8195 SALES ORDER/RLS
Tech nuiﬂglas Fax: 8145325684 151113/ 1
S0LD TO
Stephens Pipe & Steel Inc.
P.O. Box 618 g
Russell Springs Ky 42642 S f

Aitn: QA Dept.

*fﬁ“ﬁ*‘* b
CUSTOMER P.0. CUSTOMER PART GUANTITY  GOILE LADING NO SHIPMENT DATE
01-009216 42 862 LBS 16 0D0B6634 03/11/2010

SPECIFICATION Stepp&sK-6002
ASTM A817 BS 1290 LB Min Chain Link Fence Quality Bethalume ,40 Oz Min Size: 9Ga +.000 -.005

CERTIFICATION REQUIREMENTS

Chemical
¢ Mn P g gi
.11 .43 004 .020 .12
Mechanical
TEsT UNITS HigH LOW AVERAGE
1 Brk Load LBS 1610 1331 1407
Tensile Str Lbs/Sqln 100000 82000 87000
Coating weight Oz/zq fi Ad 40 42
End of Cerfification

| eertity that the rasulls are a true and caorroct copy of the racords prepared and majnalned by JOHNSTOWN ‘&) j &M
WIRE TECHNOLOGIES in compliance with the requiremenis af the cited specification. Chemistry is as -
reported by dhe red / bar supplier and is not In JWT A2LA acereditation, This lest TEpart cannol ba reproduced [y, |, Deetscpesk

or distributed except In full without the written parmission of JOHNETOWN WIRE TECHNOLOGIES, The test Birector of Quality hssurance
tesulls cartifled herain relate only 1o the iteme tested,

{C) AXIS Computer Svslems - G302 (v1.1 Page 1 Date Printe= O3/41/2040
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@D American Association for Laboratory Accreditation

SCOPE OF ACCREDITATION TO ISO/IEC 17025:2005

JOHNSTOWN WIRE TECHNOLOGIES, INC.
124 Laurel Avenue
Johnstown, PA 15906
Donald Deetsereek  Phone: 814 532 5680

Valid To; March 31, 2010 Certificate Number: 0471.01

In recognition of the successful completion of the AZLA evaluation process, accreditation is granted to
this laboratory to perform the following tests on metals and metal alloys:

Test Test Method(s)
Tension (room temperature) ASTM A370, E8
Torsion ASTM A938
Adherence of Coating (Aluminum) ASTM AB09
Adherence of (::oating (Zine) ASTM A64]
Weight of Zinc Coating ASTM A90
Weight of Aluminum Coating ASTM A428
Hardness - Rockwell (B) ASTMEIS
== Ivtetattograpiy — i ' B T T e T T
Depth of Decarburization (microscopic) ASTM E1077; IF1 140
Macro/Microetching ASTM E340, E381, E407
Microstructure
Grain Size (comparison) ASTME112
Inclusion Content ASTM E45; SAE J422A
Spheroidization IF1 140; *JWT - BRW Photos
Preparation ASTM E3

+]WT - Johnstown Wite Technologies internal method

(A2LA Cert. No. 0471.01) 03/11/2008 /D“l'd:‘ ;f ? page 1 of 1

5301 Buckeystown Pike, Suite 350 » Frederick, MD 21704-8373 « Phone: 301-644-3248 + Fax: 301-662-2974 @



