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124 Laurel Ave, TEST REPORT
Jﬂ-h hstown Johnstown, PA 15906 WORK ORDER LOT NUMBER
Wire P 395302 Y-50018C
' one: e SALES ORDER / RLS
Technologies  rax 8145325684 151113 /1
SOLD TO
Stephens Pipe & Steel Inc,
P.O.Box 613 A
Russell Springs Ky 42642 5%&
Attn: QA Dept %ﬁ}\\f lus:l':m o

TR AT OTOAT:
TR et

____ ~CHSTOMER PO~~~ CUSTOMERFAKT™ 7 7~ " QUANTITY = COILS LADING NO T SHIPMENT DATE |
01-009216 42,862 LBS 16 00026634 03/12/2010

SPECIFICATION Stepp&sK-6002
ASTM A817 BS 1290 LB Min Chain Link Fence Quality Bethalume .40 Oz Min Size: 9Ga +.000 -.005

CERTIFICATION REQUIREMENTS

Chemigal
C Mn P g gi
.11 43 006 020 .12
Mechanical

JEST UNITS MIGH LOwW AVERAGE
Brk Load LBS 1610 1331 1407
Tensile Str Lbhs/Sqin 100000 82000 87000
Coating weight QOz/sq ft A4 AD 42

End of Cerlificalion

| certify that the resulls are a 1rue and qorrect copy of the recotds prepared and maintained by JOHNSTOWN 49 j W
WIRE TECHNOLOGIES in compliance with the raquiraments of the cited specification. Chemistry is as -
reported by the rod / bar suppliar and is net [n JWT A2LA sccredilation. This lesl reporl cannol ba reproduced b, L, Deptscreek

or distributed except In tull without the written parmission of JOHNSTOWN WIRE TECHNOLOGIES. The 18! pjpector of Quality Assurance
results certified herain ralata only to 1he lems tested.

(C) AXIS Compuiar Systems - ale302 (v1.1 Pame 1 Date Printec 03/12/2010
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@D American Association for Laboratory Accreditation

SCOPE OF ACCREDITATION TO ISO/IEC 17025:2005

JOHNSTOWN WIRE TECHNOLOGIES, INC.,
124 Laurel Avenue
Johnstown, PA 15906
Donald Deetscreek  Phone: 8§14 532 5680

MECHAN l_C.AL
Valid To: March 31, 2010 Certificate Mumber: 0471.01

in recognition of the successful completion of the A2LA evaluation process, acoreditation is granted to
this laboratory 1o perform the following tests on metals and metal alloys:

Test Test Method(s)
Tension (room temperature) ASTM A370, ER
Torgion ASTM A938
Adherence of Coating (Aluminum) ASTM AB09
Adherence of Coating (Zinc) ASTM A641
Weight of Zinc Coating ASTM A9
Weight of Aluminum Coating ASTM A428
Hardness - Rockwell (B) ASTM EIS

Metallgaraplhy
Depth of Decarburization (microscopic) ASTM E1077, IFI 140

Maero/Microetching ASTM E340, E381, EA07
Mierostructure

Grain Size (comparison) ASTMELI2

Inclusion Content ASTM E435: SAE J422A

Spheroidization IF1 140, *JWT - BRW Photos
Preparation ASTM E3

*JWT — Johnstown Wire Technologies internal method
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